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International Congresson Preventive Dentistry, Erzurum, Tiirkiye, 5 - 08 Mart 2018, ss.53

Examination of the Biocompability of Nano-sized Ag layer prepared on Ti-6Al-4V by New
Experimental Procedures

YESIiL DUYMUS Z., ATES S. M., NEVRUZOGLU V., TOMAKIN M., YUZUAK E., HACIOGLU G., YILMAZ E. C.,, SULEYMAN F.
Nanoscience and Nanotechnology Conference of Turkey NanoTr13, 22 - 25 Ekim 2017

Examination of the Biocompatibility of Nano-sized Ag Layer Prepared on Ti-6Al1-4V by New
Experimental Procedures

YESIiL DUYMUS Z., ATES S. M., NEVRUZOGLU V., TOMAKIN M., YUZUAK E., HACIOGLU G., YILMAZ E. C,, Siileyman F.
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Examination of the Biocompatibility of Nano-sized Ag Layer Prepared on Ti-6Al-4V by New
Experimental Procedures

YESIiL DUYMUS Z., ATES S. M., NEVRUZOGLU V., TOMAKIN M., YUZUAK E,, Hacioglu G., Yilmaz E. C,, Siileyman F.
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13th Nanosciemce and Nanotechnology Conference, Antalya, Tiirkiye, 22 - 25 Ekim 2017, ss.71

Investigation of Characteristic Properties of Ag coated Ti-based Material by Cold Substrate Method”
NEVRUZOGLU V., YESIL DUYMUS Z., TOMAKIN M., YOZUAK E., ATES S. M., Buldu i., YILMAZ E. ¢., SULEYMAN F.
8th International Advanced Technologies Symposium, Elazig, Tiirkiye, 19 - 22 Ekim 2017

Investigation of Characteristic Properties of Ag coated Ti-based Material by Cold Substrate Method
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Investigation of Characteristic Properties of Ag coated Ti-based Material by Cold Substrate Method
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NEVRUZOGLU V., YESIL DUYMUS Z., TOMAKIN M., YUZUAK E., ATES S. M., Buldu I, Yilmaz E. ¢., Siileyman F.
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Effect of Polishing Systems on Surface Roughness and Phase Transformation of Monolithic Zirconia
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22. Balkan Dis Hekimligi Kongresi (BASS), Selanik, Yunanistan, 4 - 06 Mayis 2017
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CAGLAR I, ATES S. M., YESIL DUYMUS Z.

22. Balkan Dishekimligi Kongresi, Selanik, Yunanistan, 4 - 06 Mayis 2017, ss.127-128

EFFECT OF DIFFERENT ADHESIVES AND SURFACE TREATMENTS ON BOND STRENGTH OF RESIN
CEMENT TO POLYETHERETHERKETON

CAGLAR I, ATES S. M., YESIL DUYMUS Z.
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