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Examination of the effect of aging process on marginal fit and fractute strength of temporary
crowns prepared from different materials

Tiifekei B. B, Yesil Z.

Heliyon, cilt.10, sa.6, 2024 (SCI-Expanded)

Structural, mechanical and cytotoxic properties of Ta-doped diamond-like carbon films deposited via
radio frequence magnetron sputtering on polyether ether ketone

Keles S., YESIL DUYMUS Z., SADELER R,, ERTUGRUL M., Meletlioglu E.

THIN SOLID FILMS, cilt.769, 2023 (SCI-Expanded)

The Effect of Disinfection Methods on C. Albicans in Three Types of Denture Base Materials
AKYILDIZ G., Duymus Z.Y., ALPAY KARAOGLU S, Bozdeveci A.

Materiale Plastice, cilt.60, sa.1, ss.25-32, 2023 (SCI-Expanded)

The effect of different staining solutions on the color stability of temporary crown materials

YESIL Z., Aydiner S.F,, YANIKOGLU N.

Nigerian journal of clinical practice, cilt.26, sa.2, ss.234-239, 2023 (SCI-Expanded)

The effect of adjustment and finishing procedure on roughness, strength, and phase transformation
of monolithic zirconia

Ozturk I, CAGLAR I, YESIL DUYMUS Z.

CLINICAL ORAL INVESTIGATIONS, cilt.26, sa.7, ss.4761-4768, 2022 (SCI-Expanded)

The effect of erosive beverages and polishing systems on the surface properties of nanohybrid
composite resin

Ozdemir B., 0ZAKAR N., 0ZAKAR N., Suleyman F., Duymus Z. Y.

NIGERIAN JOURNAL OF CLINICAL PRACTICE, cilt.25, sa.3, ss.248-254, 2022 (SCI-Expanded)

How home bleaching agents affect the color and translucency of CAD/CAM monolithic zirconia
materials.

Alkurt M., Duymus Z., Yildiz S.

Dental materials journal, cilt41, ss.511-519, 2022 (SCI-Expanded)

Comparison of the Effects of Sugar-free Solutions, Cola, Mouthwash on the Surface Hardness and
Roughness of Temporary Crown Materials

YANIKOGLU N., YESIL DUYMUS Z., Findik Aydiner S.

Materiale Plastice, cilt.58, sa.4, ss.197-209, 2021 (SCI-Expanded)

Use of the Cold Substrate Method for Biomaterials: The Structural and Biological Properties of the
Ag Layers Deposited on Ti-6Al-4V

DUYMUS Z., NOVRUZOGLU V., ATOS S. M., YUZUAK E.,, Tomakin M.

JOURNAL OF MATERIALS ENGINEERING AND PERFORMANCE, cilt.29, sa.5, s5.2909-2919, 2020 (SCI-Expanded)
Investigating the Effect of Different Surface Treatments on Vickers Hardness and Flexural Strength
of Zirconium and Lithium Disilicate Ceramics

Ozdogan A, Duymus Z.

JOURNAL OF PROSTHODONTICS-IMPLANT ESTHETIC AND RECONSTRUCTIVE DENTISTRY, cilt.29, sa.2, ss.129-135,
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Effect of different surface treatments on the repair bond strength of resin composites with titanium
Korkmaz F. M,, Ates S. M,, Caglar I, Baygin 0., Duymus Z.

JOURNAL OF ADHESION SCIENCE AND TECHNOLOGY, cilt.33, sa.21, ss.2385-2403, 2019 (SCI-Expanded)

An In Vitro Evaluation of the Effect of Various Adhesives and Surface Treatments on Bond Strength
of Resin Cement to Polyetheretherketone

Caglar I, Ates S. M,, Duymus Z.

JOURNAL OF PROSTHODONTICS-IMPLANT ESTHETIC AND RECONSTRUCTIVE DENTISTRY, cilt.28, sa.1, 2019 (SCI-
Expanded)

Effect of Sandblasting, Silica Coating, and Erbium: Yttrium-Aluminum-Garnet Laser Treatment on the
Shear Bond Strength of Self-adhesive Resin Cement to Alumina Ceramics

Caglar I, Ates S. M,, Boztoprak Y, Aslan Y. U, Duymus Z.Y.

NIGERIAN JOURNAL OF CLINICAL PRACTICE, cilt.21, sa.8, ss.1000-1007, 2018 (SCI-Expanded)

The effect of various polishing systems on surface roughness and phase transformation of
monolithic zirconia

Caglar I, Ates S. M., Duymus Z. Y.

JOURNAL OF ADVANCED PROSTHODONTICS, cilt.10, sa.2, ss.132-137, 2018 (SCI-Expanded)

Effect of ceramic surface treatments on the bond strength of different composite resins
Yanikoglu N., Duymus Z., Alkurt M.

JOURNAL OF ADHESION SCIENCE AND TECHNOLOGY, cilt.32, sa.3, ss.247-257, 2018 (SCI-Expanded)

The effect of different surface pretreatments on the bond strength of veneering resin to
polyetheretherketone

Ates S. M,, Caglar I, Duymus Z.

JOURNAL OF ADHESION SCIENCE AND TECHNOLOGY, cilt.32, sa.20, ss.2220-2231, 2018 (SCI-Expanded)

The effect of veneering on the marginal fit of CAD/CAM-generated, copy-milled, and cast metal
copings

Ates S. M., Duymus Z,, Caglar I, Hologlu B.

CLINICAL ORAL INVESTIGATIONS, cilt.21, sa.8, ss.2553-2560, 2017 (SCI-Expanded)

The effect of ultrafast fiber laser application on the bond strength of resin cement to titanium
Ates S. M., Korkmaz F. M,, Caglar I, Duymus Z., Turgut S., Bagis E. A.

LASERS IN MEDICAL SCIENCE, cilt.32, sa.5, ss.1121-1129, 2017 (SCI-Expanded)

Effect of polymerization cycles on flexural strengths and microhardness of different denture base
materials

Gungor H., GUNDOGDU M,, Alkurt M., YESIL DUYMUS Z.

DENTAL MATERIALS JOURNAL, cilt.36, sa.2, ss.168-173, 2017 (SCI-Expanded)

The effect of denture cleansers on surface roughness and bond strength of a denture base resin
ATES S. M., CAGLAR I, 0ZDOGAN A, Duymus Z.

JOURNAL OF ADHESION SCIENCE AND TECHNOLOGY, cilt.31, sa.2, ss.171-181, 2017 (SCI-Expanded)
Investigation of the effects of storage time on the dimensional accuracy of impression materials
using cone beam computed tomography

Alkurt M., Duymus Z., DEDEOGLU N.

JOURNAL OF ADVANCED PROSTHODONTICS, cilt.8, sa.5, ss.380-387, 2016 (SCI-Expanded)

Effects of multiple firings on the microstructure of zirconia and veneering ceramics

Alkurt M., Duymus Z., Giindogdu M.

DENTAL MATERIALS JOURNAL, cilt.35, sa.5, ss.776-781, 2016 (SCI-Expanded)

Evaluation of the bond strength of different adhesive agents to a resin-modified calcium silicate
material (TheraCal LC)

Karadas M., Cantekin K., Gliimiis H., Ates S. M., Duymus Z.

SCANNING, cilt.38, sa.5, ss.403-411, 2016 (SCI-Expanded)

Inluence of Toots Preparation Design on Filling Accuracy o CAD-CAM Based ResTorations

Ates S. M, Duymus Z.
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JOURNAL OF ESTHETIC AND RESTORATIVE DENTISTRY, cilt.28, sa.4, ss.238-246, 2016 (SCI-Expanded)
Influences of Fucoxanthin on Alveolar Bone Resorption in Induced Periodontitis in Rat Molars
Kose 0., Arabaci T., Yemenoglu H., Kara A., Ozkanlar S., Kayis S., Duymus Z. Y.

MARINE DRUGS, cilt.14, sa.4, 2016 (SCI-Expanded)

Effect of sealer coating and storage methods on the surface roughness of soft liners

Kutlu I. U, Yanikoglu N. D., Kul E,, Duymus Z., Sagsoz N. P.

JOURNAL OF PROSTHETIC DENTISTRY, cilt.115, sa.3, ss.371-376, 2016 (SCI-Expanded)

Comparison of the metal-ceramic bond after recasting and after laser sintering

KUL E, Aladag L. I, Duymus Z.

JOURNAL OF PROSTHETIC DENTISTRY, cilt.114, sa.1, ss.109-113, 2015 (SCI-Expanded)

EFFECT OF SURFACE TREATMENTS ON THE BOND STRENGTH OF SOFT DENTURE LINING MATERIALS
TO AN ACRYLIC RESIN DENTURE BASE

Giindogdu M., Duymus Z., Alkurt M.

JOURNAL OF PROSTHETIC DENTISTRY, cilt.112, sa.4, ss.964-971, 2014 (SCI-Expanded)

EFFECT OF REPAIR RESIN TYPE AND SURFACE TREATMENT ON THE REPAIR STRENGTH OF HEAT-
POLYMERIZED DENTURE BASE RESIN

Alkurt M., Duymus Z. Y., Giindogdu M.

JOURNAL OF PROSTHETIC DENTISTRY, cilt.111, sa.1, ss.71-78, 2014 (SCI-Expanded)

Evaluation of the flexural strength of dual-cure composite resin cements

Duymus Z., Yanikoglu N. D., Alkurt M.

JOURNAL OF BIOMEDICAL MATERIALS RESEARCH PART B-APPLIED BIOMATERIALS, cilt.101B, sa.5, ss.878-881,
2013 (SCI-Expanded)

Dentine treatment effects on bonding strength of adhesive resin cements

Ilday N., Gungor H., Duymus Z.

MATERIALS RESEARCH INNOVATIONS, cilt.15, sa.3, s5.202-207, 2011 (SCI-Expanded)

Microtensile Bond Strength of Resin Cement to a Feldspathic Ceramic

Akyil M. S,, Yilmaz A., BAYINDIR F., Duymus Z.

PHOTOMEDICINE AND LASER SURGERY, cilt.29, sa.3, ss.197-203, 2011 (SCI-Expanded)

Evaluation of Colour Changed of Acrylic Resin Materials in the Different Solutions

Duymus Z., YANIKOGLU N., ARIK M.

ASIAN JOURNAL OF CHEMISTRY, cilt.22, sa.9, s5.6669-6676, 2010 (SCI-Expanded)

Influence of impression materials on choice of dental stone and improved dental stone
Duymus Z., YANIKOGLU N., YILMAZ B.

MATERIALS RESEARCH INNOVATIONS, cilt.14, sa.4, ss5.289-292, 2010 (SCI-Expanded)

Colour Changes of Tooth-Coloured Materials in the Different Solutions

YANIKOGLU N, Duymus Z., Meral K.

ASIAN JOURNAL OF CHEMISTRY, cilt.22, sa.8, ss.6224-6230, 2010 (SCI-Expanded)

Shear Bond Strength of Repair Composite Resin to an Acid-Etched and a Laser-Irradiated
Feldspathic Ceramic Surface

Akyil M. S,, Yilmaz A., Karaalioglu O. F., Duymus Z.

PHOTOMEDICINE AND LASER SURGERY, cilt.28, sa.4, ss.539-545, 2010 (SCI-Expanded)

Salivary clearance of sugar before and after insertion of fixed partial dentures
KARAOGLANOGLU S., Duymus Z., Akgul N., Ozdabak N., SEVEN N., Ozabacygil F.

ASIAN BIOMEDICINE, cilt4, sa.3, ss.475-478, 2010 (SCI-Expanded)

Antifungal activity of green tea leaves (Camellia sinensis L.) sampled in different harvest time
ALADAG H., ERCISLi S, Yesil D. Z., Gormez A., Yesil M.

PHARMACOGNOSY MAGAZINE, cilt.5, sa.20, ss.437-440, 2009 (SCI-Expanded)

Use of mouthguard rates among university athletes during sport activities in Erzurum, Turkey
Duymus Z., Gungor H.

DENTAL TRAUMATOLOGY, cilt.25, sa.3, ss.318-322, 2009 (SCI-Expanded)

Microtensile bond strength testing of resin cements
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Yesil Z.

INTERNATIONAL JOURNAL OF ADHESION AND ADHESIVES, cilt.29, sa.4, ss.352-355, 2009 (SCI-Expanded)
Effects of different solutions on the surface hardness of composite resin materials
YANIKOGLU N., Duymus Z., Yilmaz B.

DENTAL MATERIALS JOURNAL, cilt.28, sa.3, ss.344-351, 2009 (SCI-Expanded)

An investigation of thermal changes of various permanent dental cements

Duymus Z., Yilmaz B., Karaalioglu F. O.

DENTAL MATERIALS JOURNAL, cilt.28, sa.3, ss.285-289, 2009 (SCI-Expanded)

Evaluation of the bond strength of different bonding agents to porcelain and metal alloy
Yesil Z., Karaoglanoglu S., Akyil M. S, Seven N.

INTERNATIONAL JOURNAL OF ADHESION AND ADHESIVES, cilt.29, sa.1, ss.32-35, 2009 (SCI-Expanded)
Evaluation of the wear resistance of new nanocomposite resin restorative materials

Yesil Z., ALAPATI S, Johnston W,, Seghi R. R.

JOURNAL OF PROSTHETIC DENTISTRY, cilt.99, sa.6, ss.435-443, 2008 (SCI-Expanded)

Evaluation of the bond strength of different composite resins to porcelain and metal alloy
Yesil Z., KARAOGLANOGLU S., AKYIL M. S., SEVEN N.

INTERNATIONAL JOURNAL OF ADHESION AND ADHESIVES, cilt.27, sa.3, ss.258-262, 2007 (SCI-Expanded)
Evaluation of the solubility of dental cements in artificial saliva of different pH values
YANIKOGLU N,, Yesil Duymus Z.

DENTAL MATERIALS JOURNAL, cilt.26, sa.1, s5.62-67, 2007 (SCI-Expanded)

Evaluation of cobalt, chromium, and nickel concentrations in plasma and blood of patients with
removable partial dentures

Denizoglu S., Duymus Z. Y.

DENTAL MATERIALS JOURNAL, cilt.25, sa.2, s5.365-370, 2006 (SCI-Expanded)

An investigation of pH changes of various cements

Duymus Z.

QUINTESSENCE INTERNATIONAL, cilt.35, sa.9, s5.753-757, 2004 (SCI-Expanded)

Comparative study of water sorption and solubility of soft lining materials in the different solutions
YANIKOGLU N., Duymus Z.

DENTAL MATERIALS JOURNAL, cilt.23, sa.2, ss.233-239, 2004 (SCI-Expanded)

Influence of a thickness and processing method on the linear dimensional change and water
sorption of denture base resin

Duymus Z., YANIKOGLU N.

DENTAL MATERIALS JOURNAL, cilt.23, sa.1, ss.8-13, 2004 (SCI-Expanded)

Evaluation of ion release from two base-metal alloys at various pH levels

DENIZOGLU S., Duymus Z., AKYALCIN S.

JOURNAL OF INTERNATIONAL MEDICAL RESEARCH, cilt.32, sa.1, ss.33-38, 2004 (SCI-Expanded)
Abrasion resistance of veneering materials to tooth brushing

Duymus Z., ORBAK R,, DILSIZ A.

DENTAL MATERIALS JOURNAL, cilt.22, sa.4, ss.460-466, 2003 (SCI-Expanded)

The comparison of wear characteristics of prosthodontic restorative materials

Duymus Z., GULDAG M.

INTERNATIONAL DENTAL JOURNAL, cilt.53, sa.1, ss.33-36, 2003 (SCI-Expanded)

Thermal and PH changes, and dimensional stability in irreversible hydrocolloid impression material
during setting

BAYINDIR F., YANIKOGLU N., Duymus Z.

DENTAL MATERIALS JOURNAL, cilt.21, sa.2, ss.200-209, 2002 (SCI-Expanded)

Is1 ile polimerize edilen akrilik rezinlerin polimerizasyon yéntemlerinin karsilagtirilmasi
Baydas S., Yesil Duymus Z.

Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt. 10, sa.2, ss.57-60, 2000 (AHCI)

Ozel 6l¢ii kasiklarinin zamana bagh boyutsal degisimlerin incelenmesi



Yesil Duymus Z., Bayindir F.
Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.8, sa.2, ss.33-36, 1998 (AHCI)
LVIL. Tiikiiriik kontaminasyonunun gegici ve daimi olarak kullanilan alt1 tiir simanin kompressif
dayaniklilik ve sertligine etkisi
Giildiig M. U., Yesil Duymus Z.
Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.8, sa.2, ss.44-49, 1998 (AHCI)
LVIII. Kuron ve kopriilerin sokiilme nedenlerinin incelenmesi
Baydas S., Yesil Duymus Z., Yanikoglu N, Ceylan G., Mutluergil F., Dogan M., Denizoglu S., Bayindir F.
Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.8, sa.2, ss.37-43, 1998 (AHCI)
LIX. Dissiz hastalarda mandibular kemik yiiksekliginin incelenmesi
YESIL DUYMUS Z.
Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.8, sa.2, ss.25-28, 1998 (AHCI)
LX. Metal alt yapi yiizey 6zelligine bagh olarak ii¢ ayr1 estetik materyalin tutunma kuvvetlerinin
incelenmesi
Yesil Z.
Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.8, sa.1, ss.39-43, 1998 (AHCI)
LXI. Ug farkh yapistirici simanin tutuculuk kuvvetlerinin incelenmesi
Yesil Z.
Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.8, sa.1, ss.34-38, 1998 (AHCI)
LXII. Siman ¢ikis deliginin tam dokiim kuronlarin kenar uyumuna etkisinin incelenmesi
Yesil Z.
Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.7, sa.1, ss.44-46, 1997 (AHCI)
LXIII. Dokiim kuronlarin “Core” materyallerine tutunma kuvvetlerinin incelenmesi
Yesil Z.
Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.7, sa.1, ss.53-56, 1997 (AHCI)
LXIV. Die spacer uygulamasinin kuronun tutuculuguna etkisinin incelenmesi
Yesil Z.
Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.7, sa.2, ss.13-16, 1997 (AHCI)
LXV. Manset ¢capinin dokim uyumuna etkisinin incelenmesi
Acikgoz 0., Yesil Z.
Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.7, sa.2, ss.9-12, 1997 (AHCI)
LXVI. Protez travmalar:
Yesil Z.
Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.7, sa.1, ss.112-116, 1997 (AHCI)
LXVIL. Die spacer uygulamasinin simantasyondan sonra kuronun vertikal boyutuna etkisinin incelenmesi
Yesil Z., Agikgoz O.
Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.6, sa.1, ss.70-72, 1996 (AHCI)
LXVII. Tam dissiz hastalarin panoramik radyografisinde iist cene alveoler kemik yiiksekliginin incelenmesi
Aladag L. 1, Yesil Z.
Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.6, sa.2, ss.64-67, 1996 (AHCI)
LXIX. Farklh damak sekillerinde akril kaide plaklarinin kirilma kuvvetlerinin incelenmesi
Yesil Z.
Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.6, sa.1, s5.73-76, 1996 (AHCI)
LXX. Effect of ring liner on expansion of investment
Yesil Z.
Turkish Journal of Medical Sciences, cilt.26, s5.95-99, 1996 (SCI-Expanded)
LXXI. Mum modelin mangete yerlestirilme seklinin marjinal adaptasyona etkisinin incelenmesi
Acikgoz 0., Yesil Z.
Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.6, sa.1, s5.27-30, 1996 (AHCI)
LXXII. Siirekli dislerin mesio-distal ve vestibiilo-lingual kuron boyutlarinin karsilagtirilmasi
Yesil Z.
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Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.5, sa.2, ss.107-110, 1995 (AHCI)

Zigomalar ve pupillalar arasi uzakhigin iist orta kesici disin mesio-distal genisligiyle iligkisinin
incelenmesi

ALADAG L. 1, Yesil Z.

Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.4, sa.2, ss.47-51, 1994 (AHCI)

Ug fosfat bagh revetmanin iki farkli metal alasiminin dékiilebilirligi iizerine etkisinin incelenmesi
Yesil Z.

Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.4, sa.2, ss.64-69, 1994 (AHCI)

Silica konsantrasyonundaki degisimin ii¢ ayr1 fosfat bagli revetmanin genlesmesine etkisinin
incelenmesi

Yesil Z.

Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.4, sa.2, ss.111-119, 1994 (AHCI)

Fosfat bagh revetmanlarin dékiim yiizeyinin piirizliligi izerine etkisinin incelenmesi

Yesil Z.

Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.4, sa.2, ss.90-95, 1994 (AHCI)

Mansetli ile mangetsiz ¢alismanin revetman genlesmesine etkisinin incelenmesi

Yesil Z.

Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, cilt.4, ss.81-85, 1993 (AHCI)
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Investigation of the Effect of Mouthwash on Bonding Temporary Crown Materials with Various
Temporary Cements

FINDIK AYDINER S., YESIL DUYMUS Z., YANIKOGLU N.

Cumbhuriyet University, cilt.26, sa.4, ss.359-366, 2023 (Hakemli Dergi)

The Effect of Tea Tree Oil as a Denture Cleanser on the Surface Roughness of an Acrylic Resin
POLAT SAGSOZ N., AYDINER S., YESIL DUYMUS Z.

Current research in dental sciences (Online), cilt.33, sa.4, ss.226-230, 2023 (Hakemli Dergi)

The Effect of Aging and Different Surface Treatments on Temporary Cement Bonding of Temporaray
Crown Materials

FINDIK AYDINER S., YANIKOGLU N,, YESIL DUYMUS Z.

Cumbhuriyet University, cilt.26, sa.2, ss.144-149, 2023 (Hakemli Dergi)

The Effect of Surface Treatments on The Bonding Strength of the Base Material and The Soft Lining
Material

TEKIN S., YESIL DUYMUS Z.

Selcuk Dental Journal, cilt.10, sa.1, ss.1-6, 2023 (Hakemli Dergi)

Differences between the concepts of Old normal and New normal in the practice of dentistry in the
COVID-19 pandemic: A web-based survey study

YESIL DUYMUS Z., Topdag: B.

Yedi Tepe Klinik, cilt.19, sa.2, ss.114-125, 2023 (Hakemli Dergi)

Examination of the Shear Force Resistance of Laminate Veneers Adhered with Different Resin
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Profilometer assessments to determine titanium roughness

Giindogdu M,, Yesil Duymus Z., Glingor H., Alkurt M.

17 th Congress of the Balkan Stomatological Society, Tirana, Arnavutluk, 3 - 06 Mayis 2012, ss.116

The effect of different solutions and thermocycling on the vickers hardness of acrylic resin denture
teeth

Yesil Duymus Z., 0zdemir H.

17 th Congress of the Balkan Stomatological Society, Tirana, Arnavutluk, 3 - 06 Mayis 2012, ss.284

Effect of metal primers on bond strengh between dental implant abutment and resin cements
Giingor H., Yesil Duymus Z.

17 th Congress of the Balkan Stomatological Society, Tirana, Arnavutluk, 3 - 06 Mayis 2012, ss.148

Midline fractures in maxillary complete dentures: a survey

Yilmaz A., Yesil Duymus Z., Ozdemir H.

17 th Congress of the Balkan Stomatological Society, Tirana, Arnavutluk, 3 - 06 Mayis 2012, ss.25

Degisik cila islemlerinin farkli kaide ve tamir maddelerinin yiizey piiriizliliigi iizerine etkisinin
incelenmesi

Yesil Duymus Z., Glingor H., Giindogdu M.



1. Uluslararas: Dis Hekimligi Kongresi, Malatya, Tiirkiye, 26 - 28 Nisan 2012, ss.250
CIV. Prosthetic rehabilitation after maxillary chondrosarcoma
Yesil Duymus Z., Ulu H.
1. Uluslararasi Dis Hekimligi Kongresi, Malatya, Tiirkiye, 26 - 28 Nisan 2012, ss.213
CV. Iki farklh yumusak astar maddesinin akrilik kaide materyaline baglanma direnclerine degisik yiizey
islemlerinin etkisinin incelenmesi
GUNDOGDU M., YESIiL DUYMUS Z., ALKURT M.
Protez Akademisi ve Gnatoloji Dernegi X. Uluslararasi Bilimsel Kongresi, 12 - 15 Nisan 2012
CVI. Investigation of the effects of different surface treatments on bond strength to acrylic denture base
resin of different repair materials
Alkurt M., Yesil Duymus Z., Giindogdu M.
X. Congress of the PAGD, Hatay, Tiirkiye, 12 - 15 Nisan 2012, ss.136
CVIL. Investigation of the effect of different surface treatments on the bond strength to the acrylic
denture base resin of two different soft denture lining materials
Giindogdu M,, Yesil Duymus Z., Alkurt M.
X. Congress of the PAGD, Hatay, Tiirkiye, 12 - 15 Nisan 2012, ss.87
CVII. Kombinasyon sendromlu bir hastanin protetik rehabilitasyonu: Vaka sunumu
ALKURT M., HOLOGLU B., YESIL DUYMUS Z.
16. EBDO Uluslar arasi Bilimsel Kongre ve Sergisi, Tiirkiye, 21 - 23 Ekim 2011
CIX. Poliamid protez kaide materyali ile yapilan hareketli b6liimlii protezler: 2 yillik hasta takip ¢aligmasi
Yesil Duymus Z., Hologlu B.
16. EBDO Uluslar arasi Bilimsel Kongre ve Sergisi, izmir, Tiirkiye, 21 - 23 Ekim 2011, ss.108
CX. Poliamid protez kaide materyali ile hareketli protezlerin yapimi: U¢ vaka sunumu
Giindogdu M, Hologlu B,, Yesil Duymus Z.
16. EBDO Uluslar arasi Bilimsel Kongre ve Sergisi, izmir, Tiirkiye, 21 - 23 Ekim 2011, s5.35
CXI. Farkh yiizey uygulamalarindan sonra zirkonyum oksit seramik yiizeylerin morfolojik 6zelliklerinin
incelenmesi
Hologlu B., Yesil Duymus Z.
16. EBDO Uluslar arasi Bilimsel Kongre ve Sergisi, izmir, Tiirkiye, 21 - 23 Ekim 2011, ss5.254
CXII. Kombinasyon sendromlu bir hastanin protetik rehabilitasyonu: Vaka sunumu
Alkurt M., Hologlu B., Yesil Duymus Z.
16. EBDO Uluslar arasi Bilimsel Kongre ve Sergisi, izmir, Tiirkiye, 21 - 23 Ekim 2011, s5.230
CXIII. Investigation of the effect of different surface processes on the bonding strength of dental implant
abutment- resin cement
Giingor H., Yesil Duymus Z.
16 th Congress of the Balkan Stomatological Society, Bucharest, Romanya, 28 Nisan - 01 Mayis 2011, ss.260
CXIV. Evaluation of color stability of ceromers at different solutions
Yesil Duymus Z., Polat Sagséz N., Sagséz 0., Bayindir F.
16 th Congress of the Balkan Stomatological Society, Bucharest, Romanya, 28 Nisan - 01 Mayis 2011, ss.192
CXV. Rates of mouthguard use among ice hokey athletes during the world U18 championship
Hologlu B., Giingor H., Yesil Duymus Z., Erhan S. E.
16 th Congress of the Balkan Stomatological Society, Bucharest, Romanya, 28 Nisan - 01 Mayis 2011, ss.274
CXVI. The effect of laboratory procedures and repeated- glazing on colour changes of metal- porcelain
restoration
Yesil Duymus Z., 0zdemir H., Aladag L. .
16 th Congress of the Balkan Stomatological Society, Bucharest, Romanya, 28 Nisan - 01 Mayis 2011, ss.124
CXVIL. Failure analysis of acrylic resin removable dentures
Yilmaz A., Yesil Duymus Z., Akyil M. S., Karaalioglu O. F.
16 th Congress of the Balkan Stomatological Society, Bucharest, Romanya, 28 Nisan - 01 Mayis 2011, ss.212
CXVIII. Evaluate of the fracture force of denture base resin repaired with different resin
Giingor H., Yesil Duymus Z., Alkurt M., Giindogdu M.
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16 th Congress of the Balkan Stomatological Society, Bucharest, Romanya, 28 Nisan - 01 Mayis 2011, ss.163
Evaluation of the flexural strength of adhesive resin cements

YESIL DUYMUS Z., YANIKOGLU N., ALKURT M.

34 th Annual Conference of the European Prosthodontic Association, 23 - 25 Eyliil 2010

Evaluation of the flexural strength of adhesive resin cements

Yesil Duymus Z., Yanikoglu Dingkal N., Alkurt M.

34 th Annual Conference of the European Prosthodontic Association, Pristina, Kosova, 23 - 25 Eyliil 2010, ss.143
Comparative study of water sorption, solubilility and hardness of soft lining materials

Yesil Duymus Z., Yildirim M. P.

34 th Annual Conference of the European Prosthodontic Association, Pristina, Kosova, 23 - 25 Eyliil 2010, ss.147
Dentine treatment effects on the bonding strength of adhesive resin cements

Ozakar ilday N., Giingér H., Yesil Duymus Z.

34 th Annual Conference of the European Prosthodontic Association, Pristina, Kosova, 23 - 25 Eyliil 2010, ss.198
The effect of ceramic surface treatments on the bond strength of different composite resins
Yanikoglu Dingkal N., Yesil Duymus Z., Alkurt M.

34 th Annual Conference of the European Prosthodontic Association, Pristina, Kosova, 23 - 25 Eyliil 2010, ss.186
Influence of effect of medical education on dentistry students attidutes towards the elderly

Yesil Duymus Z., Giingér H., Ozdemir H., Alkurt M.

34 th Annual Conference of the European Prosthodontic Association, Pristina, Kosova, 23 - 25 Eyliil 2010, ss.27
Farkl1 yiizey uygulamalarinin rezin simanin feldspatik seramige mikro-gerilme baglanti direncine
etkisi

Akyll M. §., Yilmaz A, Bayindir F,, Yesil Duymus Z.

16. EBDO Uluslar arasi Bilimsel Kongre ve Sergisi, Izmir, Tiirkiye, 6 - 08 Kasim 2009, ss.69

The effect of different solutions on the surface hardness of composite resins materials

Yanikoglu N., Yesil Duymus Z., Yilmaz B.

31 th Annual Conference of the European Prosthodontic Association, Athens, Yunanistan, 11 - 13 Ekim 2007,
ss.175

Influence of Impression Materials to Dental Stone and Improved Dental Stone

Yesil Duymus Z., Yanikoglu N., Yilmaz B.

31 th Annual Conference of the European Prosthodontic Association, Athens, Yunanistan, 11 - 13 Ekim 2007, ss.68
Evaluation of the bond strength of different composite resins to porcelain and metal alloy

Yesil Duymus Z., Karaoglanoglu S., Akyil M. S., Seven N.

XI. Konservatif Dis Tedavisi Bilim Dallar1 Toplantisi, Erzurum, Tirkiye, 2 - 05 Mart 2006, ss.26

Evaluation of the bond strength of composite resin with different bonding agents to porcelain and
metal

Yesil Duymus Z., Karaoglanoglu S., Akyil M. S., Seven N.

XI. Konservatif Dis Tedavisi Bilim Dallar1 Toplantisy, Erzurum, Tiirkiye, 2 - 05 Mart 2006, ss.67

Sabit protetik restorasyonlarin uygulanmasindan 6nce ve sonra tiikiiriigiin sekerden temizlenmesi
Karaoglanoglu S., Yesil Duymus Z., Akgiil N., Ozdabak N., Seven N.

Restoratif Dis Hekimligi Dernegi IV. Uluslar arasi bilimsel kongresi, Antalya, Tiirkiye, 19 - 22 Mayis 2005, ss.48
Influence of thickness and processing method on the linear dimensional change and water sorption
of denture base resin

Yesil Duymus Z., Yanikoglu N.

27. th Annual Conference of the European Prosthodontic Association, Geneva, Isvicre, 4 - 06 Eyliil 2003, ss.12
The effect of different polymerization techniques on the posterior peripheral seal distorsion of the
denture base

Yilmaz C. B., Yesil Duymus Z., Yanikoglu N.

27. th Annual Conference of the European Prosthodontic Association, Geneva, Isvicre, 4 - 06 Eyliil 2003, ss.223
The assesment of the relationship between mandibular bone height and mental foramen

Giildag M. U,, Yesil Duymus Z.

24. European Prosthodontic Association, Geneva, Isvicre, 4 - 06 Eyliil 2003, ss.214
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The assesment of the relationship between mandibular bone height and mental foramen

Giildag M. U,, Yesil Duymus Z.

24. European Prosthodontic Association, Geneva, Isvicre, 4 - 06 Eyliil 2003, s5.52

Comparative study of water sorption and solubility of soft lining materials in the different solutions
Yanikoglu N., Yesil Duymus Z.

27.th Annual Conference of the European Prosthodontic Association, Geneva, Isvicre, 4 - 06 Eyliil 2003, ss.56
Akrilik rezin disler ile ¢esitli tamir materyallerinin baglanma direncinin incelenmesi

Kavrut R, Yesil Duymus Z.

Protetik Tedavide Yeni Ufuklar, Protez Akademisi ve Gnatoloji Dernegi’'nin international College of Prosthodontics
isbirligi ile diizenlenen 6. Uluslararasi Kongresi, istanbul, Tiirkiye, 13 - 15 Eyliil 2002, ss.168

Degisik sabit protez estetik materyalllerinin sertlik 6zellikleri yoniinden karsilastirilmasi

Yesil Duymus Z., Kavrut R.

Protetik Tedavide Yeni Ufuklar, Protez Akademisi ve Gnatoloji Dernegi’'nin international College of Prosthodontics
Isbirligi ile diizenlenen 6. Uluslararasi Kongresi, istanbul, Tiirkiye, 13 - 15 Eyliil 2002, s5.79

Yumusak kaide materyallerine candida albicansin yapismasinin incelenmesi

Yanikoglu N., Yesil Duymus Z., Denizoglu S.

TDB’ nin 9. Uluslararasi Dis Hekimligi Kongresi, izmir, Tiirkiye, 18 - 22 Haziran 2002, ss.78

Yapistirici simanlarda bazi laboratuvar incelemeleri

Yesil Duymus Z.

TDB’ nin 9. Uluslararasi Dis Hekimligi Kongresi, izmir, Tiirkiye, 18 - 22 Haziran 2002, ss.153

The comparison of wear characteristics of prosthodontic restorative materials

Yesil Duymus Z., Giildag M. U.

25. European Prosthodontic Association, Praque, Cek Cumhuriyeti, 6 - 08 Eyliil 2001, ss.123

A study on the adhesion of restorative materials to irreversible hydrocolloid impression materials
Giildag M. U,, Yesil Duymus Z.

25. European Prosthodontic Association, Praque, Cek Cumhuriyeti, 6 - 08 Eyliil 2001, ss.189

Comparative bond strengths of autopolymerizing denture resin and light cured composite resin to
denture teeth

Yanikoglu N., Yesil Duymus Z., Bayindir F.

24. European Prosthodontic Association, Groningen, Hollanda, 23 - 26 Agustos 2000, ss.275

Thermal and pH changes, and dimensional stability in irreversibl hydrocolloid impression material
during setting

Bayindir F., Yanikoglu N., Yesil Duymus Z.

24. European Prosthodontic Association, Groningen, Hollanda, 23 - 26 Agustos 2000, ss.285

Determining the occlusal vertical dimension: use of maxillary and mandibular posterior teeth
measurement in dentulous subjects

Yanikoglu N,, Giildag M. U, Yesil Duymus Z.

24. European Prosthodontic Association, Groningen, Hollanda, 23 - 26 Agustos 2000, ss.241

The releation of the occlusal plane and the retromolar papilla

Yesil Duymus Z., Giildag M. U., Yanikoglu N.

24. European Prosthodontic Association, Groningen, Hollanda, 23 - 26 Agustos 2000, ss.139

Ust tam protez kullanan hastalarda kombinasyon sendromunun gériilme siklig

Giildag M. U,, Yanikoglu N., Yesil Duymus Z., Denizoglu S.

Tiirk Prostodonti ve Implantoloji Derneginin 10. Bilimsel Kongresi, Protez Akademisi ve Gnatoloji Derneginin 3.
Bilimsel Kongresi, Nevsehir, Tiirkiye, 23 - 27 Eyliil 1998, ss.85

Mum modelin mansete yerlestirilme seklinin marjinal adaptasyona etkisinin incelenmesi

Acikgoz 0., Yesil Z.

Koruyucu Dis Hekimligi Kongresi, Erzurum, Tiirkiye, 7 - 10 Mart 1995, ss.176

Mangset ¢apinin dékiim uyumuna etkisinin incelenmesi

Acikgoz 0., Yesil Z.

Koruyucu Dis Hekimligi Kongresi, Erzurum, Tiirkiye, 7 - 10 Mart 1995, ss.120
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ZIRKONYA ALT YAPI iLE VENEER SERAMIK ARASINDAKI BAGLANTI BASARISINI ETKILEYEN
FAKTORLER

YESIL DUYMUS Z.

Atatiirk Universitesi Dis Hekimligi Fakiiltesi, 2015 (Hakemli Dergi)

KiSiYE OZEL DENTAL IMPLANT ABUTMENTLARI

YESIL DUYMUS Z.

Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, 2015 (Hakemli Dergi)

Polimetilmetakrilat Protez Kaide Materyalinin Fiziksel Ve Mekanik Olarak Gii¢lendirilmesi
YESIL DUYMUS Z.

Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, 2015 (Hakemli Dergi)

Flexural strengths of reinforced denture base resins subjected to long term water immersion
YESIL DUYMUS Z.

ACTA BIOMATERIALIA ODONTOLOGICA SCANDINAVICA, 2015 (Hakemli Dergi)

Farkl Yiizey Islemlerinden Sonra Farkl Dental Porselenlerin Yiizey Piiriizlilikleri

YESIL DUYMUS Z.

Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, 2015 (Hakemli Dergi)

Total ve kismi dis eksikligi olgularinin konvansiyonel ve implant ustu protezler ile tedavisinde artex
artikulator kullaniminin klinik etkinliginin arastirilmasi

YESIL DUYMUS Z.

Ege Universitesi Dishekimligi Fakultesi Dergisi, 2015 (Hakemli Dergi)

AGIZ ORTAMININ SIMULASYONU ACISINDAN TERMAL VE LOADING SiKLUSUN ONEMIi
YESIL DUYMUS Z.

Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, 2015 (Hakemli Dergi)

Dis hekimliginde adezyon ve adeziv rezin simanlarda giincel yaklasimlar

YESIL DUYMUS Z.

Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, 2015 (Hakemli Dergi)

Obstruktif Uyku Apnesi Ve Dis Hekimligi

YESIL DUYMUS Z.

Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, 2015 (Hakemli Dergi)

Cignemenin Norofizyolojisi ve Genel Motor Kontrol ile Etkilesimi

YESIL DUYMUS Z.

Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, 2015 (Hakemli Dergi)

PROTETIK Di§ TEDAViISINDE DEZENFEKSIYON VE STERILIZASYON

YESIL DUYMUS Z.

Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, 2015 (Hakemli Dergi)

Asir1 madde kaybina ugramis endodontik tedavili maksiller 6n dislerin CAD CAM yoéntemiyle tek
seansta estetik restorasyonu 2 vaka sunumu

YESIL DUYMUS Z.

Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, 2015 (Hakemli Dergi)

Cene Yiiz Protezlerinde Kullanilan Materyallerin Avantaj ve Dezavantajlar1

YESIL DUYMUS Z.

Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, 2015 (Hakemli Dergi)

SIRASINDA HiSSETTIiKLERI STRES DUZEYINE ETKiSINiN iINCELENMESI



YESIL DUYMUS Z.
Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, 2015 (Hakemli Dergi)
XV. SABIT PROTETIK RESTORASYONLARDA iIN ViVO TAKIPLER VE IN VivO TAKIPLERDE YAPILAN
DEGERLENDIRMELER
YESIL DUYMUS Z.
Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, 2015 (Hakemli Dergi)
XVI. DIi$ HEKiMLiGi OGRENCILERINDE STRESE NEDEN OLAN FAKTORLERIN DEGERLENDIRILMESI
YESIL DUYMUS Z.
Atatiirk Universitesi Dis Hekimligi Fakiiltesi Dergisi, 2015 (Hakemli Dergi)

Desteklenen Projeler

YESIL DUYMUS Z., YILMAZ G., Yiiksekdgretim Kurumlar: Destekli Proje, Degisik Yontemlerle Hazirlanan Gegici Kuronlarm
Kenar Uyumlari ile Kirilma Dayanimlarinin Karsilastirilmasi, 2023 - Devam Ediyor

YESIL DUYMUS Z., GUNEY M,, Yiiksekdégretim Kurumlari Destekli Proje, FARKLI SERAMIKLER ILE HAZIRLANAN
ENDOKRON RESTORASYONLARIN BAGLANMA DAYANIMLARININ iINCELENMESI, 2022 - 2023

YESIL DUYMUS Z., DEMIR C. A, Yiiksekogretim Kurumlari Destekli Proje, Farklh Materyallerden Hazirlanan Monolitik
Kuronlarin Marjinal Uyum ve Kirilma Dayanimlarinin incelenmesi, 2022 - 2023

YESIL DUYMUS Z., ARSLAN E., ALKURT M,, Yiiksekdgretim Kurumlar: Destekli Proje, Farkh Porselen inley
Restorasyonlarm Kenar Sizmtilarinin inVitro Olarak incelenmesi, 2021 - 2023

YESIL DUYMUS Z., TUFEKCI B. B,, Yiiksekégretim Kurumlar: Destekli Proje, FARKLI MATERYALLERDEN HAZIRLANAN
GECICI KURONLARIN KENAR UYUM VE KIRILMA DIRENCLERI UZERINE YASLANDIRMA ISLEMININ ETKiSININ
INCELENMESI, 2021 - 2022

YESIL DUYMUS Z., AKYILDIZ G., Yiiksekégretim Kurumlar1 Destekli Proje, FARKLI YOZEY PARLATMA SISTEMLERI iLE
OTOKLAVDA YASLANDIRMA ISLEMiNIN MONOLITIK ZIRKONYUMUN YUZEY OZELLIKLERI, FAZ DONUSUMU VE
KIRILMA DAYANIMINA ETKISI, 2020 - 2022

YESIL DUYMUS Z., ARSLAN E,, Yiiksekégretim Kurumlar1 Destekli Proje, Degisik rezin simanlarla yapistirilan laminate
veneerlerin ¢esitli iceceklerdeki renk degisikliklerinin ve makaslama kuvvetine karsi direnglerinin incelenmesi, 2020 -
2021

YESIiL DUYMUS Z., YILDIZ S., Yiiksekégretim Kurumlar1 Destekli Proje, FARKLI TEKNIKLERLE HAZIRLANAN METAL ALT
YAPILARIN DENTAL PORSELENLER iLE BAGLANMA DAYANIMLARININ DEGERLENDIRILMESI, 2019 - 2021

ALKURT M., ARSLAN E., YESIL DUYMUS Z., Yiiksekdgretim Kurumlar1 Destekli Proje, MONOLITIK ZIRKONYA VE CADCAM
SISTEMINDE KULLANILAN RESTORASYONLARA UYGULANAN BiTiM iSLEMLERININ MEKANIK VE OPTIK OZELLIKLERE
ETKisi, 2019 - 2021

YESIL DUYMUS Z., YILDIZ S., ALKURT M., Yiiksekdgretim Kurumlar1 Destekli Proje, Home Bleaching Tekniginin Farkh
Restorasyon Materyallerinin Renk Stabilitesi Yiizey Piiriizlilliigii ve Yiizey Sertligi Uzerine Etkisi, 2019 - 2020

Caglar I, Nevruzoglu V., Yesil Duymus Z., Tomakin M., Demir S, Ates S. M., TUBITAK Projesi, Metal-Organik Kafes Yap1
Destekli Yeni Nesil implantlarm Uretilmesi, 2018 - 2020

YESIiL DUYMUS Z., GAGLAR i., OZTURK 1., Yiiksekogretim Kurumlari Destekli Proje, Farkl bitim ve suni yaglandirma
islemlerinin monolitik zirkonyum restorasyonlarin degisik 6zelikleri tizerine etkisi, 2018 - 2020

YESIiL DUYMUS Z., NEVRUZOGLU V., TOMAKIN M., ATES S. M., YUZUAK E,, Yiiksekogretim Kurumlar1 Destekli Proje, Soguk
altlik teknigiyle titanyum esash malzemelerin giimiis kaplanarak biyouyumluluklarinin degerlendirilmesi, 2017 - 2018
Yiiziiak E., Yesil Duymus Z., Ates S. M., Nevruzoglu V., Tomakin M., TUBITAK Projesi, Soguk altlik teknigiyle giimiis
kaplanan titanyum esasl malzemelerin biyouyumluluklarinin incelenmesi, 2016 - 2018

KOSE 0., YESIL DUYMUS Z., YEMENOGLU H., Yiiksekogretim Kurumlar1 Destekli Proje, Periodontitisin Kalp Dokusu
Oksidatif Stres Diizeyi ve Kalp Yetmezligi Belirtecleri Uzerine Etkilerinin Degerlendirilmesi: Hayvan Calismasi, 2016 -
2018

ALKURT M., YESIiL DUYMUS Z., YILDIRIM M, Yiiksekdgretim Kurumlari1 Destekli Proje, Farkh Tip Baglantih implant Ustii
Protezlerde Mekanik Kuvvetler Alinda implant Cevresinde Olusan Yiizey Geriliminin incelenmesi, 2015 - 2018

ATES S. M., CAGLAR i, YESIL DUYMUS Z., Yiiksekégretim Kurumlari Destekli Proje, Polietereterketon (PEEK) Esaslh Alt



Yap1 Malzemelerine Uygulanan Degisik Yiizey Islemleri ve Adeziv Sistemlerin Ust Yap1 Kompozitlerinin Baglanma
Dayanimma Etkisinin incelenmesi, 2015 - 2017

CAGLAR i, ATES S. M., YESIL DUYMUS Z., Yiiksekogretim Kurumlar1 Destekli Proje, Farkh Yiizey islemlerinin Yapay Disler
ile Protez Kaide Materyali Arasindaki Baglanti Dayanimina Etkisi, 2015 - 2017

YESIL DUYMUS Z., Yiiksekégretim Kurumlar1 Destekli Proje, Farkl sayida termal siklus uygulamasmin degisik simanlar ile
simante edilen bir fiber postun mikrosizintisina etkisinin incelenmesi, 2015 - 2017

YESIL DUYMUS Z., ALKURT M., SiSCI T, Yiiksekogretim Kurumlari Destekli Proje, Protetik tedavide kullanilan farkl
simanlarim antibakteriyel ve sitotoksik etkilerinin incelenmesi, 2015 - 2017

KOSE 0., YESIL DUYMUS Z., YEMENOGLU H., Yiiksekogretim Kurumlar1 Destekli Proje, DENEYSEL OLARAK
PERIODONTITIS OLUSTURULMUS OBEZ RATLARDA FUKOKSANTIN UYGULAMASININ LOKAL VE SISTEMIK ILTIHABI VE
OKSITATIF BELIRTEGLER UZERINE MUHTEMEL ETKILERINiN DEGERLENDIRILMESI., 2014 - 2016

YESIL DUYMUS Z., Yiiksekégretim Kurumlar1 Destekli Proje, Recep Tayyip Erdogan Universitesi Dis Hekimligi Fakiiltesi
Kliniklerinin Kapasitesinin Artirilmasi, 2014 - 2015

YESIL DUYMUS Z., Yiiksekégretim Kurumlar: Destekli Proje, Tam seramik restorasyonlarda gegici simanlarin daimi
simanlarin baglanma dayanikliigina etkisinin incelenmesi, 2013 - 2015

Bilimsel Dergilerdeki Faaliyetler

Tiirkiye Klinikleri Dis Hekimligi Bilimleri-Olgu Dergisi, Editérler Kurulu Uyesi, 2015 - Devam Ediyor

Metrikler

Yaymn: 419

Atf (WoS): 570

Atif (Scopus): 628
H-indeks (WoS): 14
H-Indeks (Scopus): 15

Kongre ve Sempozyum Katilimi Faaliyetleri

Ag1z Saghg:: Bir Tehdit Olarak Sigara, Moderator, Rize, Tiirkiye, 2015

Dis Hekimliginde Estetik Yaklagimlar Sempozyumu, Oturum Bagkani, Erzurum, Tiirkiye, 2013

101. FDI 2013 istanbul Diinya Dis Hekimligi Kongresi, Oturum Baskany, istanbul, Tiirkiye, 2013

Protez Akademisi ve Gnatoloji Dernegi X. Uluslararasi Bilimsel Kongresi, Davetli Konusmaci, Hatay, Tiirkiye, 2012

Gazi Universitesi Dis Hekimligi Fakiiltesi Ulusal Sempozyumu, Davetli Konusmaci, Kars, Tiirkiye, 2012
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